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CUSTOMER NAME: GUANGZHOU JINGNUO TECHNOLOGY DEVELOPMENT CO., LTD.
ADDRESS: 501-504, BUILDING A04, NO. 83, KAIYUAN AVENUE, HUANGPU
DISTRICT, GUANGZHOU

Sample Name : Cam Lock Fitting

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,

assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

Date of Receipt : 2023-06-08
Testing Period : 2023-06-08~2023-06-15
Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Services Co., Ltd. ShenZhen Branch.

Peter Lau
Authorized signatory
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1. Compression test of connecting fitting:
Reference method: GB/T 28203- 2011, clause 6.4.1

Test result:
Sample No. Requirement Result (N) Conclusion
001 2240 N 792 Pass

Note: The requirement is referred to GB/T 28203-2011, clause 5.4.1.
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2. Torque test of connecting fitting:
Reference method: GB/T 28203- 2011, clause 6.4.4

Test result

Sample No.

Requirement Result (N.m) Conclusion

001

24.0 N.m 8.5 Pass

Note:

1. The client claimed nominal diameter of the cam is 8 millimeters,

2. The requirement is referred to GB/T 28203- 2011, clause 5.4.4.
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After test

Sample Photo

Appendix information:

1. The test report shall only be used for clients’ scientific research, teaching, internal quality control,
product research and development, etc... and just for internal reference.

2. This test report updates Sample Name, supersedes the test report No.
SZIN2306000976ML01_EN dated 2023-06-15, original report will be invalid from today.

********End of report********
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